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Customer: MUNISH FORGE PVT LTD, Village Gobindgarh,, Adjoining Phase VII, Focal Point,, Ludhiana 141010,, Punjab, India
Element Materials Technology (Sheffield) were asked by MUNISH FORGE PVT LTD to perform the analysis reported below:

Material Information | Testoate: 17/01/2024
Description of Sample: | Forged Swivel Couplers
Material Specification: | EN74-1:2022 Class: Class B

Markings: | DF-MAO EN74-1B M MFL 03 23

Scaffolding Coupler Report

Tested in accordance with the relevant section of BS EN 74-1: 2022 as stated below:

Slipping Force Test (F ), tested in accordance with Clause 7.2.1

Test No: Units Requirements
1 kN Min Max
A1 Load at < 7mm 125 10 - Test Status: Pass
A2 Load at 1 £ A2 < 2mm 28.64 15 --
Slipping Force Test (F ), tested in accordance with Clause 7.2.1
Test No: Units Requirements
2 kN Min Max
A1 Load at < 7mm 13.46 10 - Test Status: Pass
A2 Load at 1 £ A2 < 2mm 30 15 -
Failure Force Test (F¢), tested in accordance with clause 7.2.2
Test No: Requirements
8 Min
Test Status: Pass
Failure Force 40 20 ==
Failure Force Test (F¢), tested in accordance with clause 7.2.2
Test No: Requirements
4 Min
Test Status: Pass
Failure Force 40 20 --
Test No: Requirements
5 i Max
Test Status: Pass

Maximum Indentation

This report only details quality control checks performed at Element Materials Technology Sheffield and does not mean that the above couplers have passed any section of
EN74 or they can be supplied as an EN74 coupler, as all the relevant testing and analysis has not been fully completed in accordance with BS EN 74-1: 2022.

End of Report
Issue Date: 17 January 2024

Authorised Signatory
Signature: Name: Lee Mangham Position: Technical Manager
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NB: All tests marked with a * are not on our UKAS schedule of accreditation

Where appropriate, the results reported herein provide ility of 1o re i national standards, and to units of measurement realised at the National Physical Laboratory or other recognised national standards laboratories. Any opinions
or interpretations given herein fall outside the scope of our schedule of accredited testing. If, upon reproduction, only part of this report is copied, Element will not bear any responsibility for content, purport and conclusions of that reproduction. Original reports
issued by Element, either in electronic or physical form have legal value only when furnished with an authorised signature. Any subsequent digital or physical copies of this report have no legal value unless authorised by Element. The Terms & Conditions of
Element, available upon request, are applicable on all services provided by Element. When Element is making statements of conformity a simple acceptance decision rule has been applied. Uncertainty budgets are available on request. Test(s) reported
without explicit requirements are for information only. NB: Results given in this report relate only to the items received and tested. For further information on how Element reports statements of conformity in testing you can read our policy
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